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A P P E N D I X  A
T E S T  S E T U P  O F  A P P L I E D  L A T E R A L  F O R C E

Specimen

j 1(5) @1

Fig. A .l Test setup of applied lateral force
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Fig. A.2 Free body diagram when actuator pushes the specimen
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Fig. A .3 Free body diagram when actuator pulls the specimen
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A P P E N D I X  B
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Fig. B. 1 Free body diagram for an apply o f axial load



A P P E N D I X  c
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The specimen is fixed to the rigid testing floor by bolting the large girders that 

placed on the specimen to the rigid testing floor as shown in Fig. c . l.  The 

prestressing force is about 450 kN at each hole.

Fig. c. 1. Fixing the specimen to testing floor
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Hoop DB10@60

38 174 ^  ^ 3 8

(dimensions in mm)

Concrete properties
/ ;  = 27.3 MPa, £0 = 0.002

E =27,300 MPa
*0

L =  0 . 3 1 ^  =1.62 MPa 

e„ = = 0.00006

Stirrup properties
fyh =451.3 MPa

Es = 200,000 MPa

Unconfined concrete
The strain at peak stress, £0 = 0.002

The ultimate strain, £cu = 0.0038

The unconfined concrete model is (Hognestad 1951)

/ , =

/ ;

(  _ V

\ £b J

1-0.15 1 £ - £0 A 

K £ cu ~ £ 0 J

£ < £ 0

, £ > £ 0

Strain
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Confined concrete model
Equivalent confining pressure, f  11,

fie = K f 1

= 0.276

f  1' = 0.276x5.626 = 1.63 MPa

Strength o f confined concrete, / 1.'

*1 = 6.7น 17 =6.165 

/ '  น ' + น  =37.35 MPa

Strain at peak confined stress, £1

K = ̂  = 0.368
/ ;

๕1= ๕0 (1 + 5^0 = 0.00568

Strain at 15 % dropped from peak confined stress

0 = 4 ^  = 0.0131

๕85 = 260,0๕, +0.003 = 0.0223

The confined concrete model is (Saatcioglu and Razvi 1992)

L  =  / , ;

=  / , ;

2๕ ไ
2 ~~

T V ̂ 1 )

-0.15

) ( I - 2A'|

/  \  
£ • -๕ ,

V 685 ~  *1 7

๕ < ๕ 1

,๕  > ๕ ,
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Concrete model in tension
The tensile strength, f cr = 1.62 MPa

The crack strain, ecr = 0.00006

The concrete model in tension is (Bearbi and Hsu 1994)

fc = Ec£ ’ >£ < £cr

-  / - f r f

Strain
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