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APPENDIX

Appendix A Surface Area of Materials 

Table A1 Surface area of materials

Material Surface area (m2/g)
KY zeolite 588.9
BaX zeolite 625.4
NaX zeolite 776.6

Activated carbon 1,058.0
Silica gel 704.0
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