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The main objective of this research was aimed to รณdy performance of the 
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biodegradable hot melt adhesive in packaging application. In batch mixer, the hot melt 
compositions contained 20% of modified starch and native starch were melt blended with EVA 
copolymer in order to รณdy the effect of starch on torque and melt temperatoe. The results 
indicated that torque was higher for the blends of modified starch compared to native starch. 
Torque increased with increasing starch content in blends. The process parameters had no effect 
on tensile strength but they effected on tensile modulus and elongation of HMAs. In twin screw 
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