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A P P E N D IX

M ath em atica l D erivation  o f  E quilbrium  S electiv ity  o f  H exen e/n -H exan e  
on ad sorb en ts in adsorption  process

Feed 1 = 1 gram of n-hexane + 1 gram of hexene + 18 grams of i-octane =
20 grams

Sample 1 = 1 gram of NaX-zeolite + feed 5 grams = 6 grams 
Sample 2 = 1 gram of Silicalite + feed 5 grams = 6 grams 
Sample 3 = feed 5 grams (no adsorbent)

Weight % of each component in sample 3 by Gas Chromatography method
1) hexene = 4.436 wt%
2) n-hexane = 4.361 wt%
3) i-octane = 91.203 wt%

ye = mass of hexene at start
ya = mass of hexane at start
yi = mass of i-octane at start
ye = (6*4.436)/100 0.266 gram
ya = (6*4.361 )/l 00 0.262 gram
y0 = (6*91.203)/! 00 5.472 grams

1. Equilbrium Selectivity of Hexene/n-Hexane on NaX-zeolite (Sample 1)

X j =  m ass o f  each  c o m p o n e n t le f t  in  sam p le  1 a f te r  e q u i l ib r iu m  a d s o rp t io n

M s =  m ass o f  each  c o m p o n e n t in  s o lu t io n

M a =  m ass o f  each  c o m p o n e n t in  a d so rb e n t
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Weight % of each 
method
1 ) hexene =
2) n-hexane =
3) i-octane =

component left in sample 1 by Gas Chromatography

2.761 wt%
4.283 wt%
92.956 wt%

xe = mass of hexene left in solution
= (2.761/100)* Ms . (Al)

xa = mass of n-hexane left in solution
= (4.283/100)*Ms (A2)

x0 = mass of i-octane left in solution
= (92.956/100)*Ms (A3)

Mass of each component left in solution + Mass of each component in 
NaX-zeolite = Ms+Ma = 6 grams (A4)
Zj = Mass of each component in adsorbent
ze = ye - Xe = 0.266-Xe (A5)
za = ya -xa = 0.262-xa (A6)
z0 = y0-Xo = 5.472-Xo (A7)
Assumption No I-octane (solvent) in adsorbent
.'. z0 = 0 gram
Substitute z0 in (A7) Xo = 5.472 grams
Substitute x0 in (A3) Ms = (5.472*100)/92.956 = 5.887 grams
Substitute Ms in (A4) Ma = 6-5.866 = 0.114 gram
From (Al) X, = (5.887*2.259)/100 = 0.1625 gram
From (A2) xa = (5.887*4.283)/100 = 0.2521 gram
Substitute Xe in (A5) ze = 0.266-0.1625 = 0.1035 gram 
Substitute xa in (A6) za = 0.262-0.2521 = 0.0099 gram
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To calculate equilibrium selectivity of hexene/n-hexane on NaX-zeolite 
adsorbent

mass of hexene in adsorbent 
mass of hexene left in solution

a  (hexene/n-hexane) = _________________________________
mass of n-hexane in adsorbent 
mass of n-hexane left in solution

(ze/Xe)/(za/xa) (A8)
(0.1035/0.1625)/(0.0099/ 0.2521)

= 16.23

2 Equilbrium Selectivity of Hexene/n-Hexane on Silicalite (Sample 2)

Weight % of each component in sample 3 by Gas Chromatography method 
is same as in case of NaX-zeolite.
Xj = mass of each component left in sample 1 after equilibrium adsorption 
Ms = mass of each component in solution
Ma = mass of each component in adsorbent

Weight % of each component left in sample 2 by Gas Chromatography 
method
1) hexene = 4.041 wt%
2) n-hexane = 4.002 wt%
3) i-octane = 91.897 \vt%
Xe = mass of hexene left in solution

= (4.041/100)* Ms (A9)
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xa = mass of n-hexane left in solution
= (4.002/100)*Ms (A10)

x<, = mass of i-octane left in solution
= (91.897/100)*Ms (Al l )

Mass of each component left in solution + Mass of each component in
Silicalite = Ms+Ma = 6 grams (A 12)
Zj = Mass of each component in adsorbent
Ze = yc -Xe = 0.266-Xe (A13)
za = ya -xa = 0.262-xa (A14)
z0 = y0-Xo = 5.472-Xo (A15)
Assumption No i-octane (solvent) in adsorbent.

x0 = 5.472 grams 
Ms = (5.472* 100)/91.897
Ma

= (5.472* น)บ)/91.897 =
= 6-5.954 = 0.046 gram

.'. z0 = 0 gram 
Substitute z0 in (A 15)
Substitute x0 in (A11 )
Substitute Ms in (A 12) _ a 
From (A9) x̂ . = (5.594*4.041 )/l00 = 0.2406 gram
From(AlO) xa = (5.594*4.062)/100 = 0.2419 gram
Substitute Xe in (A 13) ze = 0.266-0.2406 = 0.0254 gram 
Substitute xa in (A 14) za = 0.262-0.2419 = 0.0201 gram

5.954 grams

To calculate equilibrium selectivity of hexene/n-hexane on silicalite adsorbent 
From (A8) a  (hexene/n-hexane) = (ze/Xe)/(za/xa)

(0.0254/0.2406)/(0.0201/0.2419) 
= 1.27
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3 . E q u i l i b r i u m  S e l e c t i v i t y  o f  H e x e n e / n - H e x a n e  o n  A g X - z e o l i t e  ( S a m p l e  4 )

F e e d  2  =  1 g r a m  o f  n - h e x a n e  +  1 g r a m  o f  h e x e n e  +  1 8  g r a m s  o f  i - o c t a n e  =  2 0  
g r a m s

S a m p l e  4  =  1 g r a m  o f  A g X - z e o l i t e  +  f e e d  5 g r a m s  =  6  g r a m s  

S a m p l e  5 =  f e e d  5 g r a m s  ( n o  a d s o r b e n t )

W e i g h t  %  o f  e a c h  c o m p o n e n t  i n  s a m p l e  5 b y  G a s  C h r o m a t o g r a p h y  m e t h o d .

1) h e x e n e  =  3 .8 3 7  w t %

2 )  n - h e x a n e  =  3 .8 7 2  w t %

3 )  i - o c t a n e  =  9 2 .2 9 1  w t %

ye =  m a s s  o f  h e x e n e  a t  s t a r t

ya =  m a s s  o f  h e x a n e  a t  s t a r t

y, =  m a s s  o f  i - o c t a n e  a t  s t a r t

ye =  ( 6 * 3 .8 3 7 ) / 1 0 0 0 .2 3 0 2 g r a m

ya =  ( 6 * 3 .8 7 2 ) / 1 0 0 0 .2 3 2 3 g r a m

y0 =  ( 6 * 9 2 .2 9 1 ) 7 1 0 0 5 .5 3 7 5 g r a m s

X, =  m a s s  o f  e a c h  c o m p o n e n t  l e f t  in  s a m p l e  4  a f t e r  e q u i l i b r i u m  

a d s o r p t i o n

M s  =  m a s s  o f  e a c h  c o m p o n e n t  in  s o l u t i o n  

M a  =  m a s s  o f  e a c h  c o m p o n e n t  in  a d s o r b e n t

W e i g h t  %  o f  e a c h  c o m p o n e n t  l e f t  in  s a m p l e  4  b y  G a s  C h r o m a t o g r a p h y  

m e t h o d

1) h e x e n e

2 ) n - h e x a n e

3 )  i - o c t a n e

1 .9 6 6  w t %  

3 .8 6 5  w t %  

9 4 .1 6 8  w t %
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Xg =  m a s s  o f  h e x e n e  l e f t  in  s o l u t i o n

=  ( 1 .9 6 6 / 1 0 0 ) *  M s ( A 1 6 )
x a =  m a s s  o f  n - h e x a n e  l e f t  in  s o l u t i o n

=  ( 3 .8 6 5 / 1 0 0 ) * M s ( A 1 7 )
= m a s s  o f  i - o c t a n e  l e f t  in  s o l u t i o n

=  ( 9 4 . 1 6 8 / 1 0 0 ) * M s ( A 1 8 )
M a s s  o f  e a c h  c o m p o n e n t  l e f t  in  s o l u t i o n  +  M a s s  o f  e a c h  c o m p o n e n t  in

S u b s t i t u t e  Xo in  ( A  1 8 )  M s =  ( 5 .5 3 7 5 *  1 0 0 ) / 9 4 .1 6 8  =  5 . 8 8 7  g r a m s

S u b s t i t u t e  M s in  ( A  1 9 )  M a =  6 - 5 . 8 8 7  =  0 .1 1 3  g r a m

F r o m  ( A  1 6 )  Xg =  ( 5 .8 8 7 *  1 .9 6 6 ) / 1 0 0  =  0 . 1 1 5 7  g r a m

F r o m  ( A  1 7 )  x a =  ( 5 . 8 8 7 * 3 . 8 6 5 ) / l 0 0  =  0 .2 2 7 5  g r a m

S u b s t i t u t e  Xg in  ( A 2 0 )  z e =  0 . 2 3 0 2 - 0 .1 1 5 7  =  0 .1 1 4 5  g r a m  

S u b s t i t u t e  x a in  ( A 2 1 ) z a =  0 .2 3 2 3 - 0 .2 2 7 5  =  0 .0 0 4 8  g r a m

T o  c a l c u l a t e  e q u i l i b r i u m  s e l e c t i v i t y  o f  h e x e n e / n - h e x a n e  o n  A g X - z e o l i t e  

a d s o r b e n t .

F r o m  ( A 8 )  a  ( h e x e n e / n - h e x a n e )  =  ( z e/X e )/(z a/ x a)

=  ( 0 . 1 1 5 7 / 0 . 1 1 4 5 ) / ( 0 .0 0 4 8 /  0 . 2 2 7 5 )

=  4 7 .8 9 2 6

A g X - z e o l i t e  =  M s+ M a =  6  g r a m s

Zj =  M a s s  o f  e a c h  c o m p o n e n t  in  a d s o r b e n t

z e =  y e - Xg =  0 .2 3 0 2 -X g

Za =  ya-xa =  0 . 2 3 2 3 - x a

z 0 =  y 0-* o  =  5 .5 3 7 5 -X g
A s s u m p t i o n  N o  i - o c t a n e  ( s o l v e n t )  in  a d s o r b e n t .

.'. Z0 — 0 gram
S u b s t i t u t e  Zo in  ( A 2 2 )  Xg =  5 .5 3 7 5  g r a m s

( A 2 0 )

( A 2 1 )

( A 2 2 )

( A 1 9 )
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