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ABSTRACT

5071023013: Petrochemical Technology Program
Pongtep Lohakitsatian: Mechanism Study o f Hydrocarbon 
Production from Oxygen-containing C4 Compounds.
Thesis Advisors: Asst. Prof. Siriporn Jongpatiwut, Prof. Somchai 
Osuwan, and Prof. Daniel E.Resasco, 56 pp.

Keywords: Hydrodeoxygenation/ Hydrodecarbonylation/ Pd/C/ NiMo/AbCV
n-Butanol/ Butanal/ Butyric acid/ Methyl butyrate.

The mechanism o f the hydrogenation o f butyric acid and methyl 
butyrate over NiMo/AbCb and Pd/C catalysts was studied. Possible intermediates
i.é. butanal and n-butanol also tested to confirm the reaction pathways. The reactions 
were carried out in a packed-bed reactor under temperatures o f 2 50 -3 50°c, 
pressures o f 200-600 psig, H2/feed ratio o f 2.5, and LHSV o f 2.0 h'1. The results 
show that Pd/C was selective to the hydrodecarbonylation path, resulting in propane 
as the main product. At the same time, butane, which occurred via 
hydrodeoxygenation, was slightly increased with increasing reaction pressure. For 
NiMo/AbCb, the reaction pressure significantly affects the product selectivity, as 
butane was mainly observed at high pressure and propane was mainly observed at 
low pressure. However, coupling ester, butyl butyrate was considered as the major 
competitive product, especially on NiMo/AbCf. The intermediates found in the 
product were butanal and n-butanol. Moreover, condensed products produced via 
etherification and ketonic decarboxylation reaction which are dibutyl ether, and 4- 
heptanone and heptane were also observed.



IV

บทคัดย่อ

พงษ์เทพ โลหะกิจเสถียร : การศึกษากลไกในการเกิดสารประกอบไฮโดรคาร์บอน จาก 
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ก ล ไ ก ใ น ก า ร เก ิด ป ฏ ิก ิร ิย า ไ ฮ โ ด ร จ ีเน ช ัน ข อ ง ก ร ด บ ิว ท ิร ิค  แ ล ะ  เม ท ิล  บ ิว ท ิเร ต  ไ ด ้ถ ูก  

ท ำ ก าร ศ ึก ษ า บ น ต ัว เร ่ง ป ฏ ิก ิร ิย า น ิก เก ิล โม ล ิบ ด ิน ัม บ น ต ัว ร อ ง ร ับ อ ะ ล ูม ิน า  แ ล ะ  พ าล าเด ีย ม บ น ต ัว  

ร อ ง ร ับ ค าร ์บ อ น  น อ ก จ าก น ีย ัง ใช ้ส าร ม ัธ ย ัน ต ์ข อ ง ป ฏ ิก ิร ิย าซ ึ่ง ก ็ค ือ บ ิว ท าแ น ล  แ ล ะ  บ ิว ท าน อ ล เพ ื่อ  

ย ืน ย ัน ก ล ไ ก ใ น ก า ร เก ิด ป ฏ ิก ิร ก ย า ต ัง ก ล ่า ว  โ ด ย ท ำ ก า ร ท ด ล อ ง ใ น ป ฏ ิก ร ณ ์ช น ิด เบ ด น ิ่ง ใ น ช ่ว ง  

อ ุณ ห ภ ูม ิ 250  ถ ึง 350 อ งศ าเซ ล เซ ีย ส  ความต ัน  200 ถึง 600 psig ป ร ิม าณ ไฮ โด ร เจ น ต ่อ ส าร ต ั้ง ด ้น  
โด ย โม ล เท ่า ก ับ  2.5 แ ล ะ  L H SV  เท ่าก ับ  2 ต ่อ ช ั่ว โม ง  โด ย จ าก ผ ล ก าร ท ด ล อ ง แ ส ด ง ให ้เห ็น ว ่าต ัว เร ่ง  

ป ฏ ิก ิร ิย าพ าล าเด ีย ม บ น ต ัว ร อ งร ับ ค าร ์บ อ น น ั้น  ม ีก าร เล ือ ก ส ร ร ต ่อ ก าร เก ิด ป ฏ ิก ิร ิย าไฮ โด ร ด ีค าร ์บ อ  
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บ ิว ท ิล อ ีเท อ ร ์, 4 -เฮ บ ท าโน น  และเฮ บ เท น
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