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This research  is a study of catalytic coprocessing  of low density 
polyethylene with lignite on Nickel-Molybdenum on alumina catalyst, and carried out in 
a high p ressu re  microreactor. Several param eters w as varied for determination of the 
optimum condition, such as, range of reaction tem perature of 400-450°C, pressure  of 
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