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ABSTRACT

##4071003063 ะ PETROCHEMICAL TECHNOLOGY PROGRAM 
KEY WORDS ะ Microemulsion / Aerosol OT / n-Decane / Adsorption / 

Adsolubilization.
Chavalit Trakanprapai: Adsorption of Aerosol OT and 

Adsolubilization of n-Decane in Microemulsion Type I. Thesis Advisors: Prof. 
Jeffrey H. Harwell, and Asst. Prof. Chintana Saiwan 69 pp ISBN 974-331- 
889-5

The adsorption behaviors of sodium bis (2-ethylhexyl) sulfosuccinate 
(aerosol OT) and adsolubilization of n-decane in admicelles formed by aerosol 
OT on aluminum oxide in microemulsion type I were investigated. The 
microemulsion phase behavior of water/aerosol OT/n-decane/NaCl system was 
studied at 45 ๐c  to observe the transition phase lines for types I, II, III, and IV. 
Adsorption and adsolubilization measurements were done by varying the 
percentage NaCl. A different concentration method was applied to measure the 
amount of aerosol OT adsorption on aluminum oxide and n-decane in 
admicelles. The aerosol OT adsorption and n-decane adsolubilization were 
measured in the micellar solution of microemulsion type I both with and 
without excess oil phase covering. The results of the former system 
indicates that the aerosol OT adsorption decreases and the n-decane 
adsolubilization increases with increasing percent salinity on approaching the 
transition phase line. The results of the latter system showed that the aerosol 
OT adsorption also decreases and the n-decane adsolubilization also increases 
with increasing percent salinity. In addition, the results of n-decane 
adsolubilization indicates diffusion of n-decane from excess oil phase into the
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continuous phase because the amount of n-decane after adsolubilization is 
much higher than before adsorption occurs.
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บทคัดย่อ

ชวลิต ตระการประไพ ะ การดูดซับของแอโรซอล โอทีและการละลายของนอร์มอลเดก 
เคนภายในแอโรซอล โอท ีท ี่ด ูดซ ับแล้วในระบบไมโครอีม ัลช ั่นชน ิดท ี่ 1 (Adsorption of Aerosol OT 
and n-Decane Adsolubilization in Microemulsion Type I) อ.ทีปรึกษา ะ ศ. เจฟฟรีย์ เอช ฮาร์เวล (Prof. 
Jeffrey H. Harwell) และ ผศ. จินตนา สายวรรณ์ 69 หน้า, ISBN 974-331-889-5

งานวิจัยนีได้ศึกษาถึงพฤติกรรมการดูดซับของ โซเดียม บีส (2-เอทิลเฮกซิล) ซัลโฟซักสิ 
เนต (แอโรซอล โอที) และการละลายของนอร์มอลเดกเคนภายในแอดไมเชลล์ท่ีเกิดจากการดูดซับ 
ของแอโรชอล โอทีบนอภูมินาของระบบไมโครอีมัลช้ันชนิดท่ี 1 พฤติกรรมการเปล่ียนแปลงเฟส 
ของไมโครอีมัลช่ันท่ีประกอบด้วย น้ิา / แอโรซอล โอที / นอร์มอลเดกเคน / โซเดียมคลอไรด์ ได้ 
ศึกษาท่ีอุณหภูมิ 45 องศาเซลเซียส เพ่ือทราบถึงการเปล่ียนแปลงเฟสของไมโครอีมัลช่ันชนิดท่ี I, 
II, III และ IV การวัดการดูดซับของ แอโรซอล โอที และการละลายของนอร์มอลเดกเคน ได้ 
กระทำโดยเปล่ียนเปอร์เซนต์เกลือโซเดียมคลอไรด์ โดยสารละลายไมเซลล์เป็นแบบท่ีมีนอร์มอล 
เดกเคนท่ีเกินพอปกคลุมและไม่มีนอร์มอลเดกเคนปกคลุม และวัดปริมาณแอโรซอล โอที ท่ีดูด 
ซับบนอลูมินาและนอร์มอลเดกเคนในแอดไมเซลล์โดยวิธีผลต่างของความเข้มข้น ผลการทดลอง 
พบว่าระบบไม่มีช้ันน้ีามันมากเกินพอปกคลุมช้ันไมโครอีมัลช้ัน แสดงการดูดซับของ แอโรซอล 
โอที ลดลงและการละลายของ นอร์มอลเดกเคน ภายในแอดไมเซลล์เพ่ิมข้ึน เม่ือปริมาณโซเดียม 
คลอไรด์เพ่ิมเข้าใกล้เล้นเฟสทรานสิช่ัน ส่วนระบบมีช้ันนามันมากเกินพอปกคลุมผิวช้ันไมโครอี 
มัลช่ัน แสดงการดูดซับของ แอโรซอล โอที ลดลงและการละลายของนอรึมอลเดกเคนเพ่ิมข้ึนเช่น 
กันตามการเพ่ิมปริมาณโซเดียมคลอไรด์ นอกจากน้ีผลการละลายของนอรึมอลเดกเคนยังแสดงถึง 
การแพร่ของนอรึมอลเดกเคนจากช้ันน้ีามันมากเกินพอเข้ามาสู่ช้ันต่อเน่ืองของไมโครอีมัลช้ัน 
เน่ืองจากพบว่าปริมาณของนอรึมอลเดกเคนหลังกระบวนการดูดซับมีค่ามากกว่าปริมาณนอรึมอล 
เดกเคนก่อนการดูดซับจะเกิดข้ึน
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