
BACKGROUND AND LITERATURE SURVEY
CHAPTER II

2.1 Carbon Dioxide Reforming of Methane

M e th a n e  r e f o r m in g  r e a c t io n s  o r  d r y  r e f o r m in g  h a s  b e e n  e m p lo y e d  to  
p r o d u c e  h y d r o g e n  o r  s y n th e s i s  g a s . B e c a u s e  o f  th e  in c r e a s e  o f  h y d r o g e n  d e m a n d  a n d  
th e  im p o r t a n c e  o f  s y n th e s i s  g a s  a s  a  m a jo r  f e e d s to c k  f o r  C l c h e m is t r y  a n d  fu e l c e l ls ,  
m e th a n e  r e f o r m in g  r e a c t io n s  h a v e  b e c o m e  m o re  im p o r ta n t .

M e th a n e  r e f o r m in g  u s in g  c a r b o n  d io x id e  in v o lv e s  th e  h ig h ly  e n d o th e r m ic  
r e a c t io n  ( 1) , w h ic h  h a s  s im i la r  th e rm o d y n a m ic  a n d  e q u i l ib r iu m  c h a r a c te r i s t ic s  to  th e  
w id e ly  e m p lo y e d  H 2 O / C H 4 r e fo rm in g  r e a c t io n  ( 2 ) ,  b u t  w h ic h  p r o d u c e s  s y n th e s i s  g a s  
w i th  a  lo w e r  H 2/ C O  ra t io .

C 0 2 (g)+ C H 4 (g) ------>  2 C O (g )  +  2 H 2 (g) A H °  =  2 4 7  k j / m o l  ( 1 )

H 2O  (g) +  C H 4 (g) ^  C O  (g) +  3 H 2 (g) A H 0 =  2 0 6  k j / m o l  (2 )

A s  w i th  th e  H 2 0 /C H 4 r e a c t io n , C O 2 r e f o r m in g  o f  m e th a n e  is  l i k e ly  to  b e  
c o n d u c te d  u n d e r  c o n d i t io n s  w h e r e  c a r b o n  d e p o s i t io n  is  t h e r m o d y n a m ic a l ly  fe a s ib le .

2.2 Carbon Deposition

C a r b o n  d e p o s i t io n  is  th e  m o s t  s e r io u s  p r o b le m  in  C O 2 r e f o r m in g  o f  m e th a n e  
w h ic h  c a u s e s  c a ta ly s t  d e a c t iv a t io n  a n d  d e s t ru c t io n .  E r d o h e ly i  et al. ( 1 9 9 4 )  a n d  
T s ip o u r ia r i  et al. ( 1 9 9 4 )  fo u n d  th a t  th e  m a jo r  r o u te  p r o d u c in g  d e p o s i te d  c a r b o n  is 
C O 2 m o le c u la r  r o u te ,  w h i le  th e  r e s t  is  f ro m  C E L  r o u te .  M o r e o v e r ,  W a n g  a n d  L u  
( 1 9 9 9 )  fo u n d  th a t  tw o  c a r b o n  s p e c ie s  w e r e  g e n e r a l ly  f o r m e d  o n  th e  c a ta ly s t  s u r fa c e . 
T h e y  a re  g r a f i t i c  c a r b o n  a n d  o x id iz e d  c a rb o n . T h e  f i r s t  ty p e  o f  c a r b o n  w a s  
o r ig in a te d  f ro m  m e th a n e  d e c o m p o s i t io n  r e a c t io n  (3 )  a n d  c a n  b e  o x id iz e d  a t  lo w  
te m p e r a tu r e s  w h e r e a s  th e  s e c o n d  ty p e  o f  c a r b o n  w a s  g e n e r a te d  f ro m  C O  
d i s p r o p o r t io n a t io n  o r  c a l l e d  B o u d o u a r d  r e a c t io n  (4 )  a n d  c a n  b e  o x id iz e d  a t  h ig h
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C H 4 (g) ------ >  c  (ร) +  2 H 2 (g) A H °  =  7 5  k j / m o l  (3)
2 C O  (g) ------ >  c  (ร) +  C 0 2(g) A H °  =  -1 7 1  k J /m o l  (4 )

I d e a l ly ,  th e  c a r b o n  f o rm e d  in  r e a c t io n  (3 )  s h o u ld  b e  r a p id ly  c o n s u m e d  b y  
th e  r e v e r s e  o f  r e a c t io n  (4 ) . T h u s ,  th e  C 0 2 r e f o r m in g  o f  m e th a n e  r e a c t io n  (1 )  c a n  b e  
s e e n  a s  c o n s i s t i n g  o f  r e a c t io n  (3 )  a n d  th e  r e v e r s e  o f  r e a c t io n  (4 ) . I f  r e a c t io n  (3 )  is  
f a s te r  th a n  th e  c a r b o n  r e m o v a l  r a te ,  th e re  w i l l  b e  a  n e t  b u i l d - u p  o f  c a r b o n  to  p o s e  
s e r io u s  p r o b le m s  in  th e  o v e r a l l  r e a c t io n  c o n c e p t  w h ic h  in  p r a c t i c e  w o u ld  le a d  to  
c a ta ly s t  d e a c t iv a t io n  a n d  r e a c to r  b lo c k a g e s . T h e r m o d y n a m ic s  s u g g e s ts  o p e r a t in g  th e  
C 0 2 r e f o r m in g  o f  m e th a n e  a t  h ig h  te m p e ra tu re s  a n d  w i th  C 0 2/C H 4 r a t io s  fa r  a b o v e  
u n i ty  to  a v o id  r e g io n s  w i th  a  th e rm o d y n a m ic  p o te n t ia l  f o r  c a r b o n  f o r m a t io n  ( G a d a l la  
a n d  B o w e r ,  1 9 9 8 ) .

O th e r  s id e  r e a c t io n s  w h ic h  c o u ld  a ls o  h a v e  a n  im p o r t a n t  in f lu e n c e  o n  th e  
o v e ra l l  p r o d u c t  d i s t r ib u t io n  a re  th e  r e v e r s e  w a te r - g a s  s h i f t  ( R W G S )  r e a c t io n  (5 )  a n d  
s te a m - c a r b o n  g a s i f i c a t io n  ( 6 ) ( W a n g  a n d  L u , 1 9 9 6 ) . R e a c t io n  ( 6 ) c a n  p l a y  a n  
im p o r ta n t  r o le  in  C 0 2 r e f o r m in g  o f  m e th a n e  b e c a u s e  s te a m  is  a lm o s t  f o rm e d  v ia  th e  
r e v e r s e  w a t e r  g a s - s h i f t  r e a c t io n  (5 ).

C 0 2 (g) +  H 2 (g) ------ >  C O  (g) +  H 20  (g) A H °  =  4 0  k j / m o l  (5 )

c  (ร) +  H 20 (g) ------ >  CO (g) +  H 2 (g) A H ° =  131 k J /m o l  (6)

G e s s e r  et al. ( 1 9 9 4 )  r e p o r te d  th e  w a y  to  a v o id  th e s e  r e a c t io n s  (5 )  a n d  (6 ) b y  
o p e r a t in g  th e  r e a c t io n  w i th  s h o r t  c o n ta c t  t im e .

2.3 Catalysts

T h e  C 0 2 r e f o r m in g  r e a c t io n  o f  C H 4 o n  N i  a n d  C o  b a s e d  c a ta ly s ts  w a s  f ir s t  
r e p o r te d  b y  F i s c h e r  a n d  T r o p s c h  in  1 9 2 8 . S in c e  th e n  m a n y  r e s e a r c h e r s  h a v e

temperatures. The latter could spread over and encapsulate the catalyst particles,
which cause the deactivation of the catalyst.



5

in v e s t ig a te d  g r o u p  V I I I  m e ta ls  s u c h  a s  R u , R h , P t ,  I r  a n d  P d  ( A s h c r o f t  et a l, 1991, 
V e r n o n  et a l, 1992, Q in  et al., 1994 a n d  N a k a m u r a  et a l,  1994) fo r  th is  r e a c t io n . 
T h e  s tu d ie s  o f  c a ta ly s t s  b a s e d  o n  N i ,  R u , R h , P d , I r , a n d  P t  b y  R ic h a r d s o n  et al 
(1990) a n d  R o s t r u p - N ie ls e n  (1994) s h o w e d  th a t  R h  h a s  s ta b i l i ty  fo r  c a rb o n  
d e p o s i t io n  r e s i s ta n c e  a n d  s e le c t iv i ty  fo r  c a r b o n - f r e e  o p e r a t io n  h ig h e r  th a n  o th e r  
c a ta ly s ts .  T s ip o u r ia r i  et al (1994) fo u n d  th a t  th e  p e r f o r m a n c e  o f  R h  c a ta ly s ts ,  u n d e r  
c o n d i t io n s  o f  C O 2 r e f o r m in g  o f  m e th a n e , s t r o n g ly  d e p e n d s  o n  th e  c a r r i e r  e m p lo y e d  
to  d i s p e r s e  th e  m e ta l .  C h e n g  et al. (1996) a lso  fo u n d  th a t  n o b l e  m e ta l s  ( R h , R u , P t)  
e x h ib i t  b e t t e r  a c t iv i ty  a n d  v e r y  h ig h  s ta b i l i ty  b e c a u s e  o f  th e  le s s  s e n s i t iv i ty  to  c a rb o n  
d e p o s i t io n  w h e r e a s  N i ,  C o , a n d  P d  a re  d e a c t iv a te d  b y  c o k in g .  A l th o u g h  R h  s e e m s  to  
b e  th e  m o s t  e f f e c t iv e  c a ta ly s t  f o r  th is  r e a c t io n , c o n s id e r in g  th e  h ig h  c o s t  a n d  l im i te d  
a v a i la b i l i ty  o f  n o b le  m e ta ls ,  N i  c o u ld  b e  a  g o o d  p r a c t ic a l  c h o ic e  f o r  in d u s t r i a l  r e a s o n  
d u e  to  i ts  in h e r e n t  a v a i la b i l i ty  a n d  lo w e r  c o s t  in  c o m p a r i s o n  w i th  n o b le  m e ta ls .

2.4 Catalyst Supports

T h e  c o k e  fo rm a t io n  is  th e  m o s t  s e r io u s  p r o b le m  in  C O 2 r e fo rm in g ,  
e s p e c ia l ly  f o r  N i - b a s e d  c a ta ly s t .  In  th e  p a s t  d e c a d e , it  h a s  b e e n  f o u n d  th a t  m a n y  
fa c to r s  in f lu e n c e  th e  p r o p e r t ie s  a n d  p e r f o rm a n c e  o f  N i c a ta ly s t  s u c h  a s  c a ta ly s t  
s u p p o r t  a n d  th e  p r o m o te r .

2.4.1 Amorphous Solid
A c c o r d in g  to  th e  im p o r ta n c e  o f  c a ta ly s t  s u p p o r t ,  m a n y  ty p e s  o f  

s u p p o r t  h a v e  b e e n  in v e s t ig a te d . K u i jp e r s  et al. ( 1 9 8 1 )  u s e d  s i l i c a  (SiC>2) a s  s u p p o r t  
in  CH4 r e f o r m in g  o f  C O 2 b u t  th e  r e p o r t  b y  R o s t r u p - N ie ls e n  (1984) s h o w e d  th a t  th e  
u s e  o f  s i l ic a  (SiC>2) is  g e n e ra l ly  a v o id e d  a s  it c a n  b e  v o la t i l i z e d  u n d e r  r e fo rm in g  
c o n d i t io n s .  A r e n a  et al. (1991) a n d  P a r m a l ia n a  et al. (1993) s tu d ie d  th e  u s e  o f  
m a g n e s ia  (M g O )  a n d  f o u n d  th a t  it  s h o w e d  a n  im p o r ta n t  d i s a d v a n ta g e :  a s  c a lc in a t io n  
te m p e r a tu r e  in c re a s e d , th e  a m o u n t  o f  a v a i la b le  n ic k e l  w a s  r e d u c e d .  T h is  w a s  
a t t r ib u te d  to  th e  p r e s e n c e  o f  f re e  m a g n e s ia  in  th e  s u p p o r t  w h ic h  f o rm e d  a  n o n 
r e d u c ib le  N iO - M g O  s o l id  p h a s e  w h e n  h y d r a te d . T h e r e fo re ,  a - a lu m in a  f o rm e d  b y  th e  
d e c o m p o s i t io n  o f  h y d r a te d  a lu m in a  is  a  p r e f e r r e d  s u p p o r t  a s  i t  is  m e c h a n ic a l ly  s t r o n g
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a t 1200°c, a s  r e q u i r e d  b y  th e  c o n d i t io n s  o f  m e th a n e  r e f o r m in g  (T s u c h id a ,  1 9 9 3 ). 
H o w e v e r ,  it  is  a ls o  s u f f e r e d  s e r io u s  d e a c t iv a t io n . F o r  th a t  r e a s o n ,  z e o l i te  s e e m e d  to  
b e  a n  a l t e r n a t iv e  to  in v e s t ig a te  a s  c a ta ly s t  s u p p o r t  fo r  c a r b o n  d io x id e  r e fo rm in g  o f  
m e th a n e .

2 .4 .2  Z e o l i t e s
Z e o l i t e s  h a v e  m a n y  p o te n t ia l  p r o p e r t ie s  f o r  b e in g  a  s u p p o r t  o f  N i 

c a ta ly s ts  in  r e f o r m in g  r e a c t io n s  s u c h  a s  m ic r o p o re  s t r u c tu r e ,  h ig h  s u r fa c e  a re a  a n d  
h ig h  a f f in i ty  fo r  C O 2 a s  a d s o rb e n ts  ( C h a n g  et a l, 2 0 0 0 ) .  M c D a n ie l  et al. (1 9 8 4 )  
fo u n d  th a t  f a u ja s i te s  h a v e  b e e n  s h o w n  to  b e  e f f e c t iv e  in  s e v e ra l  c a ta ly t ic  
a p p l ic a t io n s .  T h e  b a s ic  b u i ld in g  b lo c k  o f  th e  fa u ja s i te  is  a  t r u n c a te d  o c ta h e d ro n  th a t 
is  c o n n e c te d  a t  f o u r  o f  th e  h e x a g o n a l  fa c e s  b y  h e x a g o n a l  p r i s m a t ic  s t r u c tu r e s  o f  
A 1 0 _4 a n d  S iC >4 te t r a h e d r a .  T h e  th r e e - d im e n s io n a l  f r a m e w o rk  in c lu d e s  e l l ip t ic a l ly  
s h a p e d  c a v i t ie s  a p p r o x im a te ly  12 Â  in  d ia m e te r  c a l le d  s u p e r  c a g e s .  T h e  Y - ty p e  
z e o l i te s  w i th  h ig h  S i /A l  r a t io s  ( 1 .5 - 3 .0 ) ,  3 0 0 -8 0 0  m 2/g  s u r f a c e  a r e a s ,  a re  p r e fe r r e d  
g iv e n  th e  th e r m a l  s ta b i l i ty  a n d  th e  h ig h  c a ta ly t ic  a c t iv i ty .  T h e  u s e  o f  N i s u p p o r te d  o n  
z e o l i te s  in  m e th a n e  r e f o r m in g  h a v e  b e e n  s tu d ie d  b y  G u s ta f s o n  et al. ( 1 9 8 2 )  a n d  
I w a m o to  et al. ( 1 9 8 3 )  s u g g e s t in g  th a t  h ig h e r  a c t iv i ty  c a n  b e  a t ta in e d  w h e n  u s in g  
z e o l i te  s u p p o r ts .  In  a d d i t io n  to  h ig h e r  a c t iv i ty , z e o l i te  s u p p o r ts  h a v e  th e  p o te n t ia l  to  
d e l iv e r  v e r y  h ig h  m e ta l  d is p e r s io n  th a t is s ta b le  c o m b in e d  w i th  a  lo w  p o te n tia l  fo r  
s u p p o r t  m e ta l  in te r a c t io n .  C h a n g  et al. (1 9 9 6 )  p r e p a r e d  z e o l i te - s u p p o r t e d  N i a n d  
K N iC a  c a ta ly s ts  b y  th e  s o l id - s ta te  re a c t io n  m e th o d  a n d  u s e d  Z S M - 5  m ix e d  w ith  a 
1 9 .5 %  A I2O 3 a s  c a ta ly s t  s u p p o r t ,  w h ic h  w a s  d e s ig n a te d  a s  N i /Z S I  a n d  K N iC a /Z S I , 
r e s p e c t iv e ly .  T h e s e  r e s u l t s  in d ic a te d  th a t d id  n o t s ig n i f ic a n t ly  a f f e c t  o n  th e  c a ta ly t ic  
a c t iv i ty  m o r e o v e r ,  s u r f a c e  a r e a  o f  K N iC a /Z S I  c a ta ly s t  is  h a l f  lo w e r  th a n  N i/Z S I . In  
a d d i t io n ,  K N iC a /Z S I  c a ta ly s t  s h o w e d  s u p e r io r  c o k e  r e s i s ta n c e  o n  c a r b o n  d io x id e  
r e fo rm in g  o f  m e th a n e .


	CHAPTER II BACKGROUND AND LITERATURE SURVEY
	2.1. Carbon Dioxide Reforming of Methane
	2.2 Carbon Deposition
	2.3 Catalysts
	2.4 Catalyst Supports


